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§421.117

(f) Subpart K—Tantalum Salt Dry-
ing.

40 CFR Ch. | (7-1-09 Edition)

(j) Subpart K—Tantalum Powder
Wash.

PSNS PSNS
Maximum Maximum Maximum Maximum
Pollutant or pollutant property for any 1 for monthly Pollutant or pollutant property for any 1 for monthly
day average day average

mg/kg (pounds per million
pounds) of tantalum salt

dried
Lead . 16.950 7.871
Zinc .. 61.750 25.430
Ammonia (as N) 8,070.000 3,548.000
Fluoride 2,119.000 1,211.000

(g) Subpart K—Oxides Calcining Wet
Air Pollution Control.

PSNS
Maximum Maximum
Pollutant or pollutant property for any 1 for monthly
day average

mg/kg (pounds per million
pounds) of columbium-
tantalum oxide dried

Lead . 1.076 .500
Zinc .. 3.919 1.614
Ammonia (as N) 512.200 225.200
Fluoride ... 134.500 76.840

(h) Subpart K—Reduction of Tan-
talum Salt to Metal.

PSNS
Maximum Maximum
Pollutant or pollutant property for any 1 for monthly
day average

mg/kg (pounds per million
pounds) of tantalum salt

reduced
Lead . 46.500 21.590
Zinc .. 169.400 69.750
Ammonia 22,140.000 9,732.000
Fluoride 5,813.000 3,322.000

(i) Subpart K—Reduction of Tan-
talum Salt to Metal Wet Air Pollution
Control.

PSNS
Maximum Maximum
Pollutant or pollutant property for any 1 for monthly
day average

mg/kg (pounds per million
pounds) of tantalum salt

reduced
Lead . 572 .266
Zinc .. 2.084 .858
Ammonia (as N) 272.400 119.700
Fluoride ... 71.510 40.860

mg/kg (pounds per million
pounds) of tantalum
powder washed

5.721 2.656
20.840 8.582
2,724.000 1,198.000
715.200 408.700

(k) Subpart K—Consolidation and
Casting Contact Cooling.

PSNS
Maximum Maximum
Pollutant or pollutant property for any 1 for monthly
day average

mg/kg (pounds per million
pounds) of columbium or
tantalum cast or consoli-

dated
Lead .... .000 .000
Zinc .000 .000
Ammonia (as N) .. . .000 .000
Fluoride .......ccceviiiiiiiiiiiiis .000 .000

[49 FR 8817, Mar. 8, 1984, as amended at 50 FR
12253, Mar. 28, 1985]

§421.117 [Reserved]

Subpart L—Secondary Silver
Subcategory

SOURCE: 49 FR 8821, Mar. 8, 1984, unless oth-
erwise noted.

§421.120 Applicability: Description of
the secondary silver subcategory.

The provisions of this subpart are ap-
plicable to discharges resulting from
the production of silver from secondary
silver facilities processing photo-
graphic and nonphotographic raw ma-
terials.

[49 FR 8821, Mar. 8, 1984; 49 FR 26739, June 29,
1984]

§421.121 Specialized definitions.

For the purpose of this subpart the
general definitions, abbreviations, and
methods of analysis set forth in 40 CFR
part 401 shall apply to this subpart.
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